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Standard ebeam resist optimizations 

 

 Spin curve for PMMA 950 A2 
 

 
 

 Spin curve for PMMA 950 A4 
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 Spin curve for PMMA 495 C6 

 
 

 Spin curve for PMMA 950 C3 
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 Spin curve for maN-2401 
 

 
 

 Spin curve for MMA EL9 
 

 


